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PROJECT NAME:   Example
LOCATION:   Edgewood, Maryland
PROJECT NUMBER:  12345X.01

 S-1          Bulk          ---            19.5    32    19     13
 
  On-site material

Brown lean CLAY with sand (CL) [A-6]
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    JAY KAY TESTING
  Taneytown, Maryland
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